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An efficient sonochemical route for synthesis of nano sized zinc oxide is reported. The method employs 

zinc acetate and sodium hydroxide as precursors with isopropyl alcohol as a solvent. As prepared powders 

were characterized by XRD, SEM and FTIR. These show that the resulting powder is composed of multi-

domain crystallites of ZnO wurtzite, zincite and Zn(OH)2. The XRD-measured coherent domain size varies 

from about 20 to 30 nm, whereas SEM exhibits  200 nm crystallites. The wurtzite phase is found to dominate 

at sonication times smaller than  30 min. It is also found that the powders produced sonochemically exhibit 

smaller and narrower size-distributed particles compared to that in hydrothermally prepared powders. 
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1. INTRODUCTION 
 

One of the promising semiconducting material, 

which has several unique physical and chemical prop-

erties, is zinc oxide (ZnO) [1, 2]. Thus, ZnO exhibits 

interesting piezoelectric behavior [3], offers numerous 

applications in sensor and actuator systems, photoca-

talysis, field-emission transistors, supercapacitors, bi-

omedical systems, ultraviolet photodetectors and solar 

cells [4, 5]. In the nanosized range, these properties are 

even more pronounced with respect to their bulk coun-

terpart [6]. 

Nanosized ZnO particles have been prepared in a 

great number of routes, including the oxidation pro-

cess, chemical vapor deposition and pulsed-laser depo-

sition, sol-gel synthesis and combustion, polymeriza-

tion, precipitation, solvothermal and hydrothermal 

synthesis, RF magnetron sputtering [7], etc. However, 

some of these methods suffer from drawbacks due to 

the use of high temperatures and pressures, toxic rea-

gents and stabilizing additives. 

Recently, several new routes based on a green, fast, 

environment-friendly sonochemical method have been 

developed [8, 9]. In this case, the preparation of ZnO 

nanoparticles is mediated by the formation, growth and 

collapse of bubbles in a solvent, thus making the fabri-

cation process to be rather complicated. As a conse-

quence, some important process variables, such as 

pressure amplitude and temperature, have distinct 

effects on the properties of the final material, while 

others may have only minor effects. Thus, the nature of 

solvent, which affects the cavitation process, is of par-

amount importance. In this respect, high boiling tem-

perature of the solvent and low gas thermal conductivi-

ty are favorable, since at this condition the cavitational 

collapse is most extreme [10]. Therefore, various gase-

ous hydrocarbons (methane, ethane, ethylene and pro-

pane) with polyatomic molecules that have high heat 

capacities can be thought of being advantageous [11]. 

In particular, 1,3-propane diol has a high boiling point 

(210 C) and thus can be employed in the sonochemical 

synthesis of nanocrystalline ZnO using zinc acetate 

[Zn(CH3COO)2] and 1,3-propane diol as a solvent [12].  

We have recently compared the photoluminescence 

spectra and surface photovoltage decays in ZnO sam-

ples, prepared by hydrothermal (HT) and sonochemical 

(SC) methods, elucidating different formation mecha-

nisms and resulting concentration of point defects in 

the HT and SC samples [13]. 

In this work, we demonstrate the feasibility of an ex-

tremely simple sonochemical route in obtaining ZnO 

nanoparticles using zinc acetate and sodium hydroxide 

as precursors with isopropyl alcohol (IPA, C3H8O, boiling 

point is about 82 C) as a solvent. To our knowledge, this 

is the first report on the suitability of pure isopropyl 

alcohol for the preparation of nanosized ZnO in the sono-

chemical reaction without addition of surfactants. 

 

2. EXPERIMENTAL 
 

For synthesis, we used isopropyl alcohol (99.99 %), 

zinc acetate and sodium hydroxide, which were reagent 

grade with purity better than 99 %. All solutions were 

prepared with isopropyl alcohol. At first, the solutions 

of 1mM of zinc acetate and 0.02 M of sodium hydroxide 

were prepared in isopropanol and then both solutions 

were stepwise cooled down to 0 C, mixed and stirred.  

We carried out parallel runs for synthesis of 

nanosize ZnO in the presence and absence of soni-

cation. Therefore, a part of the solution was placed in a 

water bath kept at 65 C and stirred for 120 min, yield-

ing the hydrothermally produced sample marked 

HT120. Another part of the solution was pre-heated to 

30 C and then placed in a home-built sonication sys-

tem with a Langevin transducer, designed to work at 

the resonant frequency of about 30 kHz. The solution 

was sonicated for different sonication times, ranging 

from 1 to 120 min, thus producing the samples marked 

SC1 to SC120, respectively. The frequency was slightly 

tuned around  30 kHz to give cavitation bubbles in the 

solution.  

Taking into account the general synthesis route of 

ZnO given, e.g., by Zak et al [9], the plausible pathway 

for product formation is assumed to be in a series of 

reactions that may be represented as follows: 
 

 2+

3 8 3 2 3 3 8C H O+(CH COO) Zn Zn +2CH COO+C H O  (1) 

 
+ -NaOH Na +OH  (2) 

http://jnep.sumdu.edu.ua/index.php?lang=en
http://jnep.sumdu.edu.ua/index.php?lang=uk
http://sumdu.edu.ua/
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where the symbol ))) denotes sonication, ZnAcsolution - 

zinc precursor solution. On the step 3 zinc acetate and 

sodium hydroxide solutions were mixed with isopropyl 

alcohol and started sonication. Under sonication zinc 

oxide and zinc hydroxide formed. Both Zn(OH)2 and 

Zn(OH)4
2 act as intermediate metastable phases, 

which were tested, together with the resulting ZnO 

powder, by x-ray diffraction (XRD). We did not use cen-

trifugation to separate the phases, which allows esti-

mating the relative ZnO yield in the reacting solution. 

The thermal treatment (HT route) and sonication (SC 

route) resulted in white cloudy solutions, which were 

washed twice in distilled water and methanol, and then 

dried in ambient air for 12 hours at ≈ 60 C. 

As the phase separation was not made, we expect 

from the above reaction series that the resulting 

powder would consist of different phases of zinc oxide 

and zinc hydroxide. It is furthermore anticipated that 

the ratio of oxide and hydroxide phase would increase 

upon increasing the synthesis time. Finally, the hy-

droxide crystallite size is expected to be smaller than 

that of oxide since the former phase is metastable, 

which is finally transformed into the ZnO phase at pro-

longed sonication times. 

The occurrence of zinc hydroxide metastable phases 

in the ambient (1 bar, 30 °C) to supercritical (300 bars, 

400 °C) conditions has previously been reported  [14] 

and the mechanism behind the phase transformation 

has been addressed [15]. Following the data of 

Ref. [14], the enthalpy change for the transformation of 

zinc hydroxide into zinc oxide is ∆H  4.07 kJ mol – 1 

(5.62 kJ mol – 1 for ε-Zn(OH)2) and that for transform-

ing tetra hydroxide into oxide is ∆H  0.67 kJ mol – 1. It 

has also been observed that the hydroxide phase gives 

a dominant contribution at low temperatures. There-

fore, it can be expected that the SC grown ZnO would 

arise due to (1) merging of zinc with hydroxide and (2) 

zinc hydroxide decomposition. In the case of HT syn-

thesis, ZnO grows (1) by merging Zn and OH– and also 

(2) by growing of zinc hydroxide.  

It is therefore anticipated that the sonochemical 

route will produce larger zinc oxide crystallite, as is 

indeed the case experimentally. Furthermore, accord-

ing to Ref. [16], increasing the synthesis time affects 

the particle morphology, which was observed by taking 

FTIR spectra [17]. The crystal phase, particle 

morphology and size turn out to vary opto-electronic 

properties of the powders, such as photoluminescence 

spectra and surface photovoltage decays. These were 

analyzed elsewhere [18]. 

To monitor the phase purity and composition of the 

powders, the prepared materials were characterized by 

XRD using Co Kα radiation and a DRON diffractome-

ter, equipped with a Ge monochromator in the incident 

beam and scintillation counter detection. The XRD pat-

terns were scanned over the 2θ angular range from 30 

to 90. Fourier transformed-infrared (FTIR) spectra 

were collected using a Spectrum BX-II FTIR Perki-

nElmer spectrometer in the spectral range from 400 to 

4000 cm – 1. Particle size was also determined by taking 

scanning electron microscopy (SEM) images recorded 

with a JEOL JSM 6360 LA microscope. 

 

3. RESULTS AND DISCUSSION 
 

The XRD patterns shown in Fig. 1 indicate the crys-

talline nature of the product formed sonochemically 

(curves 1 to 3) and hydrothermally (curve 4). The XRD 

results clearly show three types of characteristic dif-

fraction peaks that are in good agreement with litera-

ture values and can be indexed as ZnO hexahonal 

wurtzite (JCPDS No. 36-1451), ZnO hexagonal zincite 

(PDF No. 01-089-7102) and Zn(OH)2 (PDF No. 24-1444) 

phases. The peak at 2θ  74.43° can probably be associ-

ated with zinc peroxide (ZnO2) that typically formed at 

high temperatures and pressures [19, 20]. Finally, the 

peak at 2θ  59.78° observed in SC120 (curve 3) cannot 

be clearly identified. 
 

The data of Fig. 1 indicate that the XRD patterns 

vary in strength and width with changing the soni-

cation time. Thus, the wurtzite phase dominate in 

SC30 (curve 1) whereas SC60 and SC120 samples 

(curves 2 and 3, respectively) are mostly composed of 

zincite.  

A definite line broadening of the ZnO diffraction 

peaks clearly seen in Fig. 1 can be due to the fact that 

the synthesized particles are of sizes in the nanometer 

range. The coherent length L corresponding to the di-

mensions of the crystalline grains is calculated from 

the full width at half-maximum (FWHM) of the XRD 

peak  (in rad), using the Debye-Scherrer equation [21] 
 

0.9
,

cos
L



 
   

 

where  is the x-ray wavelength. The crystalline sizes 

obtained for different planes defined by the Miller indi-

 
 

Fig. 1 – X-ray diffraction patterns of our SC (curves 1 to 3) and HT (4) 
samples prepared at times 30 (1), 60 (2) and 120 (3 and 4) min. Trian-
gles mark the patterns, which are in accord with the typical ( ) hexa-

honal wurtzite (JCPDS No. 36-1451), ( ) hexagonal zincite (PDF No. 

01-089-7102) ZnO and () β-Zn(OH)2 (PDF No. 24-1444) diffraction 
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ces hkl as well as the plane-averaged size are given in 

Table 1.  

It can be found from the XRD data that the sono-

chemically synthesized powders consists of a mixture of 

30 % of wurtzite, 39 % of zincite and 30 % of Zn(OH)2 

for SC120. Appropriate values in other samples are 

found to be 28 %, 52 % and 18 % for SC60, and 55 %, 

23 % and 21 % for SC30, respectively. Finally, the pow-

der formed hydrothermally (HT120) is a mixture of 

30 % of wurtzite, 50 % of zincite and 20 % of Zn(OH)2. 

The phase compositions of the produced SC and HT 

powders are given in Fig. 2. 
 

Table 1 -Crystallite size obtained using the Debye-Scherrer 

equation 
 

Phase 
ZnO 

(wurtzite) 
ZnO (zincite) Zn(OH)2 

Avarage 

crystal-

line size 

(nm) 
Sample hkl 

Size 

(nm) 
hkl 

Size 

(nm) 
hkl 

Size 

(nm) 

SC30 002 43.1 101 15.2 002 37.6 32.0 

SC60 002 42.6 101 16.3 202 11.5 23.5 

SC120 102 44.4 101 24.5 202 18.2 29.1 

HT120 
200 

112 
11.5 101 10.3 111 49.2 19.9 

 

SEM images of the SC120 and HT120 samples are 

displayed in Figs. 3a and b; histograms c and d in 

Fig. 3 show the size distributions of the particles, 

which are obtained by statistically averaging on several 

SEM images. The mean particle size is estimated to be 

(189 ± 6) and (447 ± 22) nm for the SC and HT parti-

cles, respectively. Comparison of the particle size de-

termined from SEM to that determined from XRD (see 

Table 1) demonstrates that the estimated sizes appear 

much larger by TEM than estimated by XRD diffrac-

tion. This discrepancy can be ascribed to the fact that 

the XRD-measured size is attributed to coherent do-

mains, so that the particles observed by SEM can be 

mostly multi-domain crystallites. Finally, the sono-

chemical route seems to lead to smaller particles and 

apparently narrower size distribution compared to that 

observed in samples prepared hydrothermally. 
 

 
 

Fig. 2 – Phase composition of our SC30, SC60, SC120 and 

HT120 samples 

The formation of ZnO particles is further supported 

by FTIR measurements. As shown in Fig. 4, quite simi-

lar spectra are obtained for the HT and SC samples 

prepared at different sonication times ranging from 1 

to 120 min.  

From previous studies, the absorption peak between 

460 and 467 cm−1 is assigned to the Zn-O stretching 

band which is typical for ZnO wurtzite struc-

ture [4, 22]. Bulk ZnO was reported to show a broad 

band around 480 cm−1 due to the stretching mode of the 

zinc and oxygen bond  [23]. A similar band was also 

observed in nano-ZnO. The Zn-O bond is also assigned 

to the frequency of 544 cm−1 for pure ZnO which is 

shifted to higher frequencies, up to 554 cm−1 in Cu 

doped ZnO nanopowders [22, 24]. The FTIR spectral 

bands at 835 and 624 cm−1 are also assigned to the vi-

brational frequencies due to the change in the micro-

structural features by the addition of Cu into Zn-O lat-

tice. Incorporation of Fe in the ZnO lattice shifts the 

pure Zn-O bond to 680 and 836 cm−1 [25]. As Cu and Fe 

atoms are slightly lighter than Zn atom, vibrational 

modes in mixed Zn,Cu(Fe)O crystals exhibit an upward 

shift of the fundamental transverse optical phonon 

mode [17]. Zn-O stretching mode has also been ob-

served in the range from 400 to 700 cm – 1 [26, 27], par-

ticularly in the crystals with a high concentration of 

defects [28].  
 

 
 

Fig. 3 – SEM images of SC120 (a) and HT120(b) samples. 

Histograms (c) and (d), obtained by statistically averaging 

over several SEM images, show the size distributions of the 

particles in SC120 (c) and HT120(d) samples, respectively 
 

It is seen in Fig. 4 that vibration modes below 

 600 cm−1 are much weaker in SC samples (spectra 1 

to 5) when compared to that in HT120 (spectrum 6), 

which can be related to better crystalline quality of the 

SC samples. Furthermore, the wurtzite ZnO vibration 

mode observed between 460 and 480 cm−1 is not ob-

served at extremely small sonication times (cf. spec-
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trum 1 in Fig. 4), grows remarkably at the times of 

about 10 min (spectrum 2) and then quench at greater 

sonication times (spectra 3 to 5). In clear accord, the 

wurtzite phase dominates in the SC30 powder mixture, 

which is obviously not the case in SC60, SC120 and 

HT120 (see Fig. 2). 

A peak between 900 and 1000 cm−1 (arrow a in 

Fig. 4) seen in all spectra can be associated with Zn-OH 

vibrations, while two principal absorption peaks ob-

served between 1650 and 1400 cm−1 (arrows b and b’ in 

Fig. 4) correspond to the asymmetric and symmetric 

stretching of the carboxyl group (C=O) [29]. The broad 

absorption peaks ranging from about 3400 to 3500 cm−1 

(arrow c in Fig. 4) correspond to hydrogen stretching 

frequency (OH– ions stretching), being related to water 

absorbed on the particle surfaces [29]. 

Nano sized ZnO can be obtained sonochemically us-

ing zinc acetate and sodium hydroxide as precursors 

with isopropyl alcohol. This yields a mixture of well-

characterized crystalline ZnO wurtzite, zincite and 

Zn(OH)2 in the as prepared powder, as confirmed by 

XRD and FTIR observations. The wurtzite phase domi-

nates at sonication times smaller than  30 min. The 

sonochemical route produces smaller particles and nar-

rower size distributions in comparison with hydro-

thermal synthesis. 

 

 
 

Fig. 4 – FTIR spectra of our SC (curves 1 to 5) and HT (6) 

samples prepared at times 1 (1), 10 (2), 30 (3), 60 (4) and 120 

(5 and 6) min 
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